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Titanium dioxide AV-01SF
	Appearance:
Superfine milled, unmodified, surface untreated anatase pigment pigment

	Tested characteristics
	Value

	TiO2 content (%)
	min.98

	Volatile matters at 105°C(%)


	max.0.4

	Specific resistance (Ohm/cm)
	min. 2500

	Residue on sieve 0,045mm-method Mocker(%)
	max. 0.04

	Residue on sieve 0,045mm-without brush(%)
	max.1.0

	pH of aquaeous extract
	min. 6.0

	Whiteness (%)
	min.98.4

	Water absorption (g/100g)
	max.32.0

	Tint-reducing power-grey paste (points)
	min.1220

	Oil absorption (g/100g)
	max.23.0


Batch:

Date of dispatch :

Reference Nr :
Packing :25kg paper bags.
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