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Titanium dioxide RGZW
	Appearance:
Micronized rutile pigment, white powder

	Tested characteristics
	Value

	TiO2 content (%)
	min.94

	Rutile content(%)
	min.98

	Volatile matters at 105°C(%)


	max.0.7

	Specific resistance (Ohm/cm)
	min. 10000

	Residue on sieve 0,045mm-method Mocker(%)
	max. 0.02

	Residue on sieve 0,045mm-without brush(%)
	max.0.10

	pH of aquaeous extract
	min. 7.0

	L coordinate in white paste
	min.96.7

	B coordinate in white paste
	max.1.4

	Undertone
	min. 8

	Tint-reducing power-grey paste (points)
	min.1820

	Oil absorption (g/100g)
	max.22.0

	Dispersibility (µm)
	max.50

	Surface treated Al
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 (%)
	typically 3.2

	Surface treated SiO
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  (%)
	typically 0.4


Batch:

Date of dispatch :

Reference Nr :
Packing :25kg paper bags.
.
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